
Batch #: 41271

Product Description Type Method Sensitivity Form Class Approval Date

15-APR-25

TEST DESCRIPTION UNIT SPECIFICATION RESULT
Specific Gravity P/F Maximum  1.429

Chrome Content %  8.52 -  8.96  8.76

Chrome Nitrate %  39.0 -  41.0  40.1

Hexavalent Chrome PPM < 1 PASS
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Cleveland, OH 44105-1377
Tel: 216-441-4900
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